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Highlight of Changes in MMPDS-15 

 
Major Changes (not an extensive list)  

Chpt Alloy or 
Fastener Temper Product 

Form Comments New/Revised 

1 Guidance   One-sample acceptance testing method Revised 

1 & 
9 

Guidance and 
Guidelines   Guidelines for modulus when the average 

value is insufficient New 

3 2014 T651 Plate Stress-corrosion cracking New 

3 2043 T85 Extrusion New Alloy Section New 

3 2099 T81, T83 Extrusion Fatigue Curves, Kt=2.3 New 

3 6151 T6 Die Forging Delete Section.  Specification stabilized. Revised 

3 7075 T76511 Extrusion Revised design allowable properties Revised 

3 7097 T7651 Plate Stress-strain curves and physical properties New 

3 A206.0 T71 Sand 
Casting Stress-strain curves New 

5 Ti-6Al-4V Annealed Sheet Modulus Revised 

9 Fastener 
Guidelines   Revision of Sunset Clause Revised 

9 Guidelines   Updated static property examples in Section 
9.8.1 Revised 

9 Guidelines   Bron full-range stress-strain curve modeling New 

 


